
 

 

 

 

 

FLOW CHART TO FORMULATE SILICATE SUPER 

                                                                              

                                                                         ETHOXYLATED TRISILOXANE 

 

                                                                                         SOLVENT  

 

STIRRING FOR THREE HOURS IN AGITATOR 
 

                                                                                                                                                                                                               

ANALYSIS OF FINISHED PRODUCT IN QUALITY CONTROL LABORATORY 

 

                                                                                       BOTTLING 

 

                                                                                        WRAPPING 

 

                                                                                         PACKING 

 

 

 

 


